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1. Power Systems 
 

ǐ Options for electrical-power production & storage for space missions, current and under development, 

are shown in the following figure in terms of power vs. mission duration, 

 

 

 

 

 

 

 
  

 

 

 
 
 

 

  Figure 9.1: Spacecraft power systems (Hyder). 
 

ǐ Primary Batteries: 

 · Produce direct current by electrochemistry 

 · Currently used: LiCFx (lithium polycarbon monofluoride) electrolyte 

 · Economical for small spacecraft for missions of relatively short duration. 

 

ǐ Solar PV ï Battery: 

 · Photovoltaic cell, semi-conductor material, directly converts sunlight to electricity. 

 · Most widely used energy-conversion device for spacecraft 

 · Provide relatively high power levels over long duration (up to 10 to 15 years). 

 · Batteries required to provide power during eclipse. 

 

ǐ Radioisotope-Thermoelectric Generators (RTGs): 

 · Compact and continuous source of power 

 · Used in deep-space missions over several decades 

 · Considered nuclear fuel but relatively easy to handle safely: 

  Curium-244 & Plutonium-238 

  [strontium-90 less expensive but not safe to handle] 

 · High energy particles heat a thermoelectric material that, in turn, produces an electric potential: 

  Lead telluride SiGe (silicon germanium) doped w. phosphorous 

 

ǐ Fuel cells: 

 · Produce direct current by chemical reaction of an oxidant and a fuel. 

 · Currently used: 2 2 & .O H  

 · Work as long as supply of oxidant & fuel available. 

 

ǐ Solar Concentrator ï Dynamic: 

 · Mirrors used to concentrate sunlight to heat a working fluid that powers a turbine: 

   Steam Liquid metal, e.g. potassium chloride Gas, e.g. helium, xenon 

 

ǐ Chemical Dynamic: 

 · Burn fuel & oxidant, e.g. 2 2& ,H O 4 2& ,CH O to power a turbine. 
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ǐ Power conversion & storage options and status: 
 

  Table 9.1: Power system current and estimated performance (Hyder et al.). 

 

 

 

 

 

 

 

 

 

 

    

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 
 

  Table 9.2: Power Limits & Performance. 
   System Limit, kW Eff, % SP, W/kg Source   

   Solar-PV 20 15-30 5-10 experience 

   RTG 1 7-15 7-15  same 

   Nuclear-TEC 100 7-15  ? projected 
      SP is specific power 

   

 R&D always seeking improvements: 

   Example) NASA funding development of solar array design for SP 100 W kg . 

    - Copper-indium-diselenide thin-film PV cell 

    - Low-mass structure 
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ǐ Basic Power System 

 · A general system is shown in the following block diagram, 

 

 

 

 
    

    

 

 

 

 

 
  Figure 9.2: Power system block diagram (Patel). 
 

ǐ System Voltage   

 · Initial spacecraft designed for 28 VDC (automotive typically 12 VDC). 

 · Higher the power requirement Ÿ higher the operating voltage to reduce losses, i.e. 

   P IV  V IR  current, amperesI  resistance,ohmsR  

   2
lossP I R  in conductors 

   For fixed power: Higher the voltage, lower the current, lower the loss. 
 

 · Standard distribution (ñbusò) voltages: 

   28  50  70  100  120  160  V 

 

 

 

 

 
    

    

 

 

 

 

 
 

 

    Figure 9.3:  Bus voltage versus power level for several spacecraft (Patel). 

    LM A2100: Communications satellite 

    LM7000: Communications, Intelsat, 1998 

    BSS702: Communications, VSAT, 2001 

    ISS: International Space Station 

    SP-100: Space Power 100 kW (program canceled) 

 

ǐ Rules-of-thumb for bus voltage in LEO orbits: 

 1. Above ~160 V, solar-array current-leakage to space plasma (negatively charged electron field) starts 

to increase exponentially, with electric arcing above ~180 to 200 V. 

 2. At 100 V, for every square meter of exposed conductor area,leakage current 1 mA . 

  Leakage current increases with voltage. 

 3. Above 160 V, conductors require insulation (additional mass). 
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ǐ Voltage Scaling Law: 

 · Design experience has shown empirically, 

  0.025optV P  (9.1.1) 

 where  optimum system voltageoptV  

  required system powerP  

 

ǐ Mass Scaling Law: 

 · An empirical scaling law to estimate mass of a new system, from design experience, is, 

    

0.7

new
new exist

exist

P
m m

P
 (9.1.2) 

  where mass of a new systemnewm  

   mass of an existing, similar systemexistm  

   power requirement of the new systemnewP  

   power of existing systemexistP  

 

ǐ A more detailed system diagram showing various power subsystems is given below, 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 
 Figure 9.4:  Spacecraft power system block diagram (Hyder et al.)



Spacecraft Power Chapter 9 

    

9-5 

 

2. Solar PV ï Battery System 
 

ǐ The most common electrical-power-generation system for spacecraft is the combination of solar-

photovoltaic arrays and batteries as shown schematically in the following figure, 

 

 

 

 

 

 
   

   

 

 

 

 

 
 

 

 

 
  Figure 9.5: Photovoltaic- battery system (Patel).  

   PMAD  = power management and distribution 

  PRU = power regulation unit 

  BAT = batteries 

  EPS = electrical power system 

   = drive,rotates 360
o
 once per orbit 

   = gimbals,rotate o to compensate for the solarangle 

 

The PV Cell 
 

ǐ The building block of the solar array is the PV cell: 

 · Diode-type junction of two crystalline semiconductors 

 · Generates electricity directly under sunlight 

 · Photons transferred to electron system of the material, create charge carriers 

 · Charge carriers produce a potential gradient (voltage), circulate as current in an external circuit 

 · Concept illustrated in the following simple schematic, 

 

 

 

 
     

     

 

 

 

 
 

 

 Figure 9.6: Photovoltaic cell cross-section (Patel). 
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ǐ The conversion efficiency of a PV cell is given by, 

    
electrical power output

solar power incident on the cell SF

IV

P
 (9.2.1) 

 

ǐConversion efficiency for three common PV cell materials: 
  Silicon (Si) 12-14% 

  Gallium arsenide/Germanium 

   (GaAs/Ge) 18-19% 

  GaInP2/GaAs/Ge 24-26% 
 

ǐ The useful energy absorption of the sunlight spectrum for silicon is illustrated in the following figure, 

 

 

 

 

 
    

    

 

 

 

 

 
 
 

  
 Figure 9.7: Sunlight spectrum and useable photovoltaic spectrum. 

 · About two-thirds of solar-radiation energy lies between wavelengths,0.4 1.1 m. 

 · Silicon has a cut-off wavelength of about, 1.1 m. 

 · Radiation absorbed and not converted to electrical power is converted to heat in the cell material 

  Example:A photon of blue light, energy of 3 eV, generates about 0.5 eV of electricity and 2.5 eV of 

heat. 

ǐ Photon energy is given by, 

    pe h  (9.2.2) 

 where 346.626 10   Planck's constant J-sh  

  frequency, cps 

 and, 

  c  (9.2.3) 

 where 82.9979 10speed of light m/sc  

  wave length 

ǐ The complex physics of a PV cell can be represented by the electrical circuit in the following diagram, 

 

 

 
     

     

 

 

 
 

 Figure 9.8: Photovoltaic-cell equivalent circuit (Patel). 
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· The cell acts as a constant current source shunted by a perfect diode: 

 Here, source or photo currentsI  

   the diode currentdI  

  the ground shunt currentshI  

  internal resistance of the materialsR  

  resistance to internal current leakage to groundshR  
 

 In an ideal PV cell, 0 (no series loss)sR  

   (no leakage to ground)shR  

 In a typical silicon cell, 0.05  0.10 tosR  

  200  300 toshR  
 

 · The current delivered to the external load is, 

  s d shI I I I  (9.2.4) 

 

 · An important parameter for PV cells is the open-circuit voltage, ,ocV and is the case for zero load 

current, i.e. an open circuit, given by, 

   oc sV V IR  (9.2.5) 
 

 · The diode current is given by the classical diode-current expression, 

    1ocqV AkT
d oI I e  (9.2.6) 

 where diode-saturation (dark) currentoI  

  180.1592 10  coulombselectron chargeq  

  231.381 10  Boltzmann's constant J/Kk  

  absolute temperature, KT  

  curve-fit constantA  
 

 · From (3.4) & (3.6), the load current is, 

   1ocqV AkT oc
s o

sh

V
I I I e

R
 (9.2.7) 

  where ground leakageoc shV R and can be ignored compared to & .s dI I  
 

 · The diode-saturation current is measured by applying an open-circuit voltage, ,ocV to the cell in the dark 

and measuring the current going to the cell. 
 

 · Under sunlight, the diode current, ,dI is small compared to .sI  
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ǐ The I-V and P-V curves for a cell in sunlight are shown in the following figures, 

 

 

 

 

 

 

 
     

     

 

 
 

 

 
 

 Figure 9.9: Photovoltaic-cell current-voltage and power-voltage characteristics (Patel). 
 

 · In figure (a), scI is the short-circuit current that is determined by shorting the output terminals and 

measuring the resultant current under full sunlight. 
 

 · Ignoring the small diode and ground leakage current in (2.7), the short-circuit current is ~ equal to the 

load current, where the load current is a maximum. 

  - This is the maximum current a cell can provide. 
 

 · At the bottom right of the curve, at zero current, is the open-circuit voltage, .ocV  
 

  Ignoring ground-leakage current, the open-circuit voltage can be obtained from (3.7) for 0,I where, 

    1ocqV AkT
s oI I e  

  or 

    ln 1s
oc

o

IAkT
V

q I
 (9.2.8) 

 

 · In practical photocells, the photo current .s oI I2  
 

 · Under constant illumination,s oI I is a function of cell temperature. 
 

ǐ Cell output power is the product of load current and voltage. The functional relationship is shown in (b) 

in the figure at the top. 
 

 · The maximum power of a photo cell occurs at the knee in the I-V curve. 

  - Solar panels are designed to operate at this point. 

  - Solar panels are modeled in the electrical system as a constant-current source, per (a) above. 
 

 · Typical photo-cell characteristics: 
   Material Vmp, V Imp, mA/cm

2
 Pmp, mW/cm

2
 

   Silicon 0.50 40 20 

   GaAs 1.0 30 30 

   

ǐ An important effect for solar-array design is PV-cell degradation from radiation of charged particles in 

space: Protons, electrons, alpha particles. 

 · Different particles have different damaging effect on& .sc ocI V  
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 · Radiation levels measured in MeV (10
6
 electron-volts) for a given period of time. 

 · Degradation of p/n GaAs solar cells is shown in the next figure for proton fluence, 
 

 

 

 

 

 

 

 

 

 

 

 

 

 
 Figure 9.10: Photovoltaic-cell power output as a function of proton fluence (Hyder et al.). 
 

3. Batteries 
 

ǐ A satellite power system with solar arrays has to have energy storage to provide power for eclipse 

periods. 

 · The common method of energy storage is a system of rechargeable batteries. 
 

ǐ Batteries store energy in electrochemical form and are of two basic types: 
 

 · Primary  ï The electrochemical reaction is irreversible, i.e. cannot be reused after discharge. 

   Applied in short-duration missions, e.g. sounding-rocket payloads. 
 

 · Rechargeable  ï The electrochemical reaction is reversible. 

   Device can be recharged with direct current from external source, e.g. solar array. 

   Applicable to long-duration space missions, widely used. 
 

ǐ The internal construction of a typical battery (cell) is illustrated schematically in the following diagram, 

 

 

 

 
    

    

 

 

 

 
 
 

 Figure 9.11: Battery cross-section (Patel). 

 · Electrode plates are positive and negative (negative usually the ground terminal, e.g. auto system). 

 · The electrode plates separated by electrical insulator. 

 · Electrolyte fills volume and provides the electrochemical reaction with the electrode plates. 

 · Cell voltage determined by electrochemistry and not on size Ÿ .current & power sizef  

 · Common voltage levels: 1.5 ï 3.5 V when fully charged (varies with degree of discharge). 
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Battery Performance Parameters 

ǐ The following definitions commonly used to compare battery types (mainly the electrochemistry): 
 

 Specific energy  energy stored per unit of battery mass, Esp, W-h/kg  
  

 Energy density  energy stored per unit of volume, W-h/m
3
 or W-h/l (per liter) [ 3 31 liter 1 10 m ]  

 

 Specific power power the battery can practically deliver per unit mass, W/kg 
 

 Specific density power the battery can practically deliver per unit volume, W/m
3
 or W/l 

  

 · Internal battery resistance limits the rate that energy, i.e. power, can be discharged. 
 

 Cycle life  number of charge/discharge (C/D) cycles the battery can deliver and still meet the 

minimum required voltage (cut-off voltage). 
 

Battery Types 
ǐ Battery types identified primarily by electrochemistry, compared by energy density vs. specific energy, 

 

 

 

 

 

 

 
   

   

 

 

 

 

 

 

 
 

 Figure 9.12: Energy density versus specific energy for various battery types (Patel).  
 

  Nickel cadmium, NiCd:  Most common type for satellite use up to about the mid-1980s. 
   Positive electrode: Nickel impregnated with hydroxide, nickel oxyhydroxide NiOOH 

   Negative electrode: Nickel impregnated with cadmium hydroxide (toxic) 

   Electrolyte: Potassium hydroxide (KOH) 
 

   Nickel hydrogen, NiH2: Most widely used type in the last 20 years, replaced NiCds, higher Esp 

   Positive electrode: Nickel impregnated with an aqueous slurry (?) 

   Negative electrode: Platinum 

   Electrolyte: Potassium hydroxide (KOH) 
 

   Ni metal hydride, NiMH: Materials nontoxic, used in a few space missions, used in hybrid autos (Prius) 

   Positive electrode: Nickel oxyhydroxide NiOOH 

   Negative electrode: Metal hydride (hydrogen absorbing, nontoxic) 

   Electrolyte: Metallic hydride (solid) 
 

   Lithium-ion, Li-ion: High energy density (Li, low atomic mass), wide commercial application 

   Positive electrode: LiNiCoO2 

   Negative electrode: Mixture of two graphites with non-PVDF binder (?) 

   Electrolyte: LiPF6 salt (solid)  
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   Silver zinc, AgO-Zn: Still used, missions with low number charge/discharge cycles, Apollo moon buggy 

   Positive electrode: Silver oxide 

   Negative electrode: Zinc 

   Electrolyte: Sodium hydroxide (NaOH) or potassium hydroxide (KOH) 
 

   Lithium-polymer, Li-poly: Two commercialized technologies, NASA funding development 

   Positive electrode: LiCoO2 or LiMnO4 

   Negative electrode: Li or carbon-Li intercalation compound 

   Electrolyte: Solid polymer, e.g. polyethylene oxide or polyacrylonitrile 
 

ǐ Performance parameters for several battery technologies are given in the following tables: 
 Table 9.3:Specific energy and power, and energy and power density for various battery types (Patel). 

 

 

 

 
    

    

 

 
 

 

 Table 9.4: Voltage characteristics for various battery types (Patel). 

 

 

 

 
    

    

 

 

 

 
 

 - Cut-off voltage ï minimum useful discharge voltage 

 - Discharge voltage ï average voltage during discharge 

 - Charge terminate voltage ï voltage at end of charge cycle 
 

Battery Characteristics 

ǐ Cell capacity defined in terms of ampere-hours (Ah) at some reference temperature, e.g. 60
o
C, 

   C I t  (9.3.1) 

 i.e. the product of the amount of current that can be supplied in a given time. 

ǐ Voltage is a function of expended capacity or depth-of-discahrge as shown in the following plot, 

 

 

 

 
    

    

 

 

 
 
 

 

 Figure 9.13: Voltage versus state-of-charge for NiCd and NiH2 battery cells (Patel). 

http://en.wikipedia.org/wiki/Intercalation_%28chemistry%29
http://en.wikipedia.org/wiki/Polyethylene_glycol
http://en.wikipedia.org/wiki/Polyacrylonitrile
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 · Here, SOC is state-of-charge, 
remaining Ah capacity

SOC
rated Ah capacity

 (9.3.2) 

 

 · Depth-of-discharge is, 
Ah extracted from fully charged state

DOD
rated Ah capacity

 (9.3.3) 

 

 · From (3.2) & (3.3), 1DOD SOC (9.3.4) 
 

 · The product of voltage and Ah rating gives the energy rating of the battery in Watt-hours, 

   rE V Ah W-h (9.3.5) 
 

 · The battery nearly a constant-voltage source as shown below in cell voltage vs depth-of-discharge, 

 

 

 

 
    

    

 

 

 

 

 

 

 
 

   
 Figure 9.14: Cell voltage versus depth-of-discharge for NiCd batteries (Patel). 
 

 · The point M represents the ñmemoryò point: A NiCd (nickel cadmium) battery used to 25% DOD 

ñremembersò that point and will not work well beyond that DOD in subsequent use Ÿ voltage drop. 
  

Charge &  Discharge Rate 
 

ǐ  In battery lexicon the ñrateò of charge or discharge is expressed as a fraction of the capacity. 
 

 Example)  Charging a 100 A-h battery at 10 A takes 10 hours to 100% SOC.  

  The battery is said to be charging at a C/10 rate. 
 

  Discharging the same battery at a C/2 rate means drawing 50 A and will deplete the battery 

in 2 hours. 
 

ǐ Charge/Discharge Ratio: 

   
ampere-hours input for 100% SOC

ampere-hours outputR

C

D
 (9.3.6) 

 

 Example) A  1.1
R

C D   means that the battery requires 10% more ampere-hours for restoring it to a 

fully charged state than what was discharged. 
 

 Charge/discharge characteristics of a battery depends on charge rate, temperature and number of cycles. 
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ǐ The charge/discharge cycle for a NiH2 battery in LEO in terms of cell voltage vs. time for various levels 

of DOD (discharge rate) is shown in the following figure, 

 

 

 

 

 
   

   

 

 

 

 

 

 

 

 
 

 Figure 9.15: Charge-discharge cycle for NiH2 batteries (Patel). 
 

ǐ Typical charge/discharge cell voltages for NiH2 batteries: 

 · 1.55 V fully charged 

 · 1.25 V average during discharge 

 · 1.45 V average during charge 

 · 1.10 V at 80% DOD 

 · 1.00 V when fully discharged (cut-off) 
 

ǐ Battery cycle life is a function of DOD and operating temperature as shown in the following figure for 

NiCd cells, 

 

 

 

 

 

 

 
   

   

 

 

 

 

 

 

 
 Figure 9.15: Cycle life versus depth-of-discharge and temperature for NiCd cells (Brown). 
 

ǐ Charging Efficiency: 

 Charging efficiency relates the usable battery capacity to the charging capacity, 

  
ampere-hours stored

ampere-hours input at external terminals
chg  (9.3.7) 

 Charging efficiency is a function of charge rate and operating temperature as shown in the following 

figures for NiH2 batteries, 
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 Figure 9.16: Charging efficiency versus state-of-charge for NiH2 batteries (Patel). 
 

 · Charge efficiency higher for lower charge rate, i.e. compare curves for C/40 (low) to C/2 (high). 
 

 · Charge efficiency higher for lower battery operating temperature. 
 

ǐ Energy Efficiency: 

 In both charge and discharge modes, a small fraction of energy is converted to heat. 

 The energy efficiency of a round-trip charge/discharge cycle is, 

  
energy output

energy input
e  

  
davg davg

e
cavg cavgR R

V C V

V C D C V C D
 (9.3.8) 

 where  average discharge voltagedavgV  

   average charge voltagecavgV  

   capacityC  

   charge/discharge ratio
R

C D  

 Energy efficiency is a function of charge rate and operating temperature as shown in the following 

figure for a typical NiCd battery, 

 

 

 

 

 

 

 
   

   

 

 

 

 

 

 

 

 

 Figure 9.17: Watt-hour efficiency versus charging rate for NiCd batteries (Brown). 
 

 · The energy efficiency increases with charging rate. 



Spacecraft Power Chapter 9 

    

9-15 

 

ǐ The equivalent electrical circuit to model a battery is, 

 

 

 
    

    

 

 
 

 

  Figure 9.18: Battery equivalent circuit (Patel). 

  

 where the electrochemistry is modeled as a voltage source,i ,E and the electrolyte and electrodes with a 

small internal resistance,i .R  

 · The electrochemistry voltage decreases and internal resistance increases linearly with depth-of-

discharge as given by,  

   DODi o VE E k  (9.3.9a) 

   DODi o RR R k  (9.3.9b) 
 

  where voltage in fully charged stateoE  

   electrochemistry constant for voltageVk  

   resistance in fully charged stateoR  

   electrochemistry constant for resistanceRk  

  The electrochemistry constants are determined from curve fits of test measurements. 
 

 · To achieve bus voltage,,BV batteries are connected in series where the voltage is additive, i.e. 

   
N

B i

i

V V  and B

i

V
N

V
 (9.3.10) 

  where terminal voltage of individual batteryiV  

   number batteries in series to give BN V  
 

 · Battery voltage, ,batV as a function of current,,I is given by, 

   bat i iV E IR  (9.3.11) 

 · Under increasing load, ,loadP battery terminal voltage drops, from the current increase, 

   2
load LP I R  Ÿ load LI P R  

   bat i i load LV E R P R  (9.3.12) 

 

 · The operating point is the intersection of, 
 

    load LV IR  and bat i iV E IR  
 

  as shown in the following figure, 
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  Figure 9.19: Load and battery voltage versus current (Patel). 
 

 · The preceding figure shows the intersection of the battery line and load line that gives the operating 

point, P, for the system. 
  

ǐ Maximum power deliverable to the load is, 

  2
max max LP I R   (9.3.13) 

 From the maximum-power transfer theorem, a battery can deliver maximum power to a DC load when 

,i LR R so, 2 2 22bat i i L iP IE I R I R I R  

 or, 2
max max2 iP I R  (9.3.14) 

 so that maximum power, ,maxP deliverable to the load, 2
max ,LI R is 50%, i.e. half of the power is consumed 

by .iR  

 Also, summing voltages around the battery-load circuit (see p. 15), 

  max max2i i L iE I R R I R 

 or, 2 2 2
max max4 4i i iE I R R P  

 giving, 
2

max
4

i

i

E
P

R
  (9.3.15)  

 · Batteries not normally run at this condition as it limits their useful life. 
 

ǐ Cell internal resistance is a function of depth-of-discharge per (3.9b) and temperature. The variation of 

internal resistance with temperature is shown for a 50 A-h NiH2 cell at 100% state-of-charge (SOC), i.e. 

fully charged, in the following figure, 

 

 

 

 

 

 
   

   

 

 

 

 

 
 

 

 Figure 9.20: Cell resistance versus temperature (
o
C) for NiH2 batteries (Patel).
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Battery Design 
 

ǐ The following diagram shows the construction of a nickel-hydrogen cell for a Comsat (communications 

satellite in GEO), 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 
 

 

 

  Figure 9.21: NiH2 construction (Thaller & Zimmerman). 

  

· The pressure vessel is required to contain the hydrogen produced on discharge. 
 

ǐ The following picture shows a complete battery pack for a 50 A-h, 22-cell assembly, 

 

 

 

 

 

 

 

 

 
   

   

 

 

 

 

 

 

 

 

 

 Figure 9.22: NiH2 battery pack (Patel).
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Temperature Effects 

ǐ The effect of operating temperature on capacity for NiCd and NiH2 is shown in the following figure, 

 

 

 

 

 
   

   

 

 

 

 

 

 

  

 
  Figure 9.23: Capacity versus operating temperature for NiCd and NiH2 batteries (Patel). 
 

and on life, with depth-of-discharge as parameter, in the following two figures, 

 

Figure 9.24: Battery life versus cell temperature with depth-of-discharge as parameter (Patel). 
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Overall Performance Summary 

ǐ A summary of battery performance is shown in the next, 

 

 

 

 

 
   

   

 

 

 

 

 

 
 

 

 Figure 9.25: Load power versus mass for NiCd and NiH2 batteries with depth-of-discharge as parameter (Patel). 
 

 · In LEO the NiH2 battery provides a distinct advantage over NiCd, from the higher usable DOD. 
 

ǐ A comparison of battery mass relative to NiCd is shown for various electrochemistry and NiH2 designs, 

 

 

 
    

    

 

 

 
  IPV ï individual pressure vessel, i.e. one per cell 

 Figrue 9.26: Battery mass relative to NiCd (Patel).  

  CPV ï common pressure vessel, i.e. housing two cells 

  SPV ï   single pressure vessel, one housing all cells 

  DPV ï  dependent pressure vessel, each cell has own pressure vessel but with thin walls  

 and flat sides. 
 

ǐ The final table lists life and cost for various battery types, 
 

  Table 9.5: Battery life and relative cost (Patel). 

 

 

 

 
     

     

 

 

 
 

 
 

 · The 4
th
 column lists battery self-discharge in percent per month.  

  A battery will effectively lose its charge without being discharged through a load. 

  This effect is often experienced in a car battery when the car sits unused for a long period of time. 
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4. Fuel Cells 
ǐ The fuel cell is a device that directly and continuously converts chemical energy of a fuel and oxidant 

to electrical energy in the form of direct current (DC). 

 · The fuel & oxidant, typically gases, flow continuously into the cell from outside, e.g. storage tanks. 

 · The process within the fuel cell occurs at constant pressure (isobaric) and temperature (isothermal). 
 

ǐ  Similar to a battery cell, reactions occur at a cathode (+ terminal) and anode (- terminal) that produce a 

flow of electrons. The process is illustrated generally in the following figure, 

 

 

 

 
   

   

 

 

 

 

 
  Figure 9.27: Fuel-cell schematic (Decher).  

Ț In general, the reactantsA andB combine to form the productAB  in the electrolyte, where the reactions 

are: 

  Cathode (+) B e B  

  Anode (-) A e A  

  Here, A andB are ions that migrate in the electrolyte. 
 

 Ț In a fuel cell, one of the ions is much more mobile than the other and migrates to the side where the 

less mobile ion is created. 
 

ǐ A measure of current production of a reaction is the Faraday expressed as coulombs per unit molecular 

mass and is, 

  7
mole9.6493 10  C/kgF  (9.4.1) 

 

 where Cdenotes coulombs (not degrees Celsius) 

 Ț In more practical terms, the capacity density of a substance can be determined by, 
 

   1 A/coulomb/s 1 hr 3600 sdC n F M  A-h/kg (9.4.2) 

  where n  valence change or number of electrons involved in reaction 

   M  molecular mass, molekg kg  

 

ǐ Some cell substance capacity densities are listed in the following table, 
  Table 9.6: Fuel-cell capacitance densities (Decher). 
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Cell Potential or Voltage 

 Note: Voltage is the potential energy of electrons, i.e. 1 V 1W A 1 J s coulomb s 1 J coulomb.  

 

ǐ The maximum voltage obtainable (at open circuit) from a cell reaction, per mole of reactant, is given 

by, 

  o
oc

g
V E

nF

M
 (9.4.3) 

 where g  the change in the Gibbs energy for the reaction at isobaric and isothermal 

conditions, J kg 

 

 Ț The Gibbs energy, or more correctly, free energy, is by definition, on a per unit mass basis, 

   g h Ts (9.4.4) 

  where h enthalpy, J/kg 

   s entropy, J/kg·K 

 · The change in the Gibbs energy is the important quantity in a chemical reaction, i.e. 

   dg dh Tds sdT 

 Ț For a chemical process that undergoes reaction at constant pressure, i.e.constp (isobaric) and 

constant temperature, i.e. constT (isothermal, 0dT ), from an initial state 1 to a final state 2, the 

Gibbs free energy is, 

   
2 2 2

1 1 1
dg dh Tds 

  or g h T s (9.4.5) 

  where h  heat from the reaction, can be positive (exothermic) or negative (endothermic) 

   s  change in entropy of the reaction. 

 

ǐ The table below gives values of the valence change, n, the open-circuit voltage, E
o
, and the sensitivity 

to temperature, dE
o
/dT, at 298 K, for several common reactions, 

  Table 9.7: Fuel-cell reactions and open-circuit voltage (Decher). 

 

 

 

 

 

 
  

   

 

 

 

 

 

 

 

 

 

 

 

 
 

ǐ A common type of fuel cell, in use on the Space Shuttle, is the hydrogen-oxygen cell where the 

electrolyte is potassium hydroxide and water. 
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ǐ This type of cell is shown schematically in the following diagram, 

 

 

 

 

 

 

 
   

   

 

 

 

 

 

 

 

 

 

 
  Figure 9.28: Potassium hydroxide hydrogen-oxygen fuel cell (Decher). 
 

ǐ In this cell, the reactions are: 

 · Cathode: 

 1) Catalytic reaction of cathode with diatomic oxygen causes it to dissociate and become adsorbed, 

   1 1
22 2

cat
O O O O (9.4.6a) 

 2) Atomic oxygen reacts with water, picks up two electrons from cathode, forms the hydroxide ion, 

   2 2 2O H O e OH  (9.4.6b) 

 

 3) The hydroxide ion migrates thru the electrolyte to anode. Note: Hydroxide also termed hydroxyl. 

 4)  The overall reaction is, 

    (9.4.6c) 

 

 · Anode: 

 1) Catalytic reaction of anode with diatomic hydrogen causes it to dissociate and become adsorbed, 

    (9.4.7a) 

  2) Atomic hydrogen reacts with hydroxide ions, to form water, 

    (9.4.7b) 

  3) The electrons are transferred by the metallic anode. 

  4) The overall reaction is, 

    (9.4.7c) 
 

 · Electrolyte: 

  1) Potassium hydroxide in the aqueous solution dissociates into potassium and hydroxide ions, 

    (9.4.8) 

  2) The positive potassium ion does not participate in the charge (electron) transfer. 

  3) The negative electrolyte ion facilitates the rapid transfer of charge (electrons). 
 


